ST g,
(77115 ] OB o K3
X5tn ( £58) RAURHRERAD z o
Tianfangbiao (Shanghai) Testing Technology Co., Ltd. ﬁqA*ﬁ;ﬂ]‘U?Eﬂ:

Testing Report

FIW TR
TTTS-WH26 014407 Page 1 of 7
IR SR B R A H EREN: /
Beijing Create Textiles Co., Ltd. Contact
Jb T T3 DX AT 7 B 4 R el v 5 B2 16/ g
RFCRA/ il | RICXEILEKT175 258050 =
Applicant Building 21,No.5 of Business Garden, Wenyu River T Tel. /
West Road, Tongzhou District, Beijing, China/Room ’ ’
805A, 2nd Building, 717 Yishan Road, Xuhui
District, Shanghai
= ﬁétﬁlgﬁ\': Zﬁ:%ﬁ @%JJE Fbr: /
2§r% Sample Name (JHAKX Garment) Trademark
Iohe FE B 24%+14
%%:2 Sample Count 2Piece(s)+1Piece (s)
fit S EAR - 12 (150/63) it TRERIR
5 é B E R Size or Colour Dark Grey
,E‘t Information |Specification
Je S |of Submitted |pifkasgy. / AR BR
C:) é Sample Quality Grade Safety Class B
R = Category
= FE RS s 2
Sample Source Express Delivery
PR T BT DCS61401
Style No. or
Order No.

GB 31701-2015 %24))JL N JLEYILI™ i L EHARMIE (BF)
H e At Safety Technical Code for Infants and Children Textile Products (Class B)
Test GB/T 31888-2015 /N4 School Uniforms of Primary and Secondary Students
Standards  GB/T 5296.4-2012 ¥ ML 5485 8L ARkE:
Instructions for Use of Products of Consumer Interest—-part 4 :Textiles and Apparel

FE A O 18RRI AR %5 #% Dark Grey Woven Shorts
Test Part 02#m#} Shell
Description 03# IR K EHLEYIESE Dark Grey Woven Fabfig
R ZHERL FERBERET | 20260714
Test Type Commission Test|Date of Submission S
S H Y = s
K H 2026-05-15 2 & 07-14
Test Date S \OPA AN fpprar /&9
S v 6‘ EEAEVNECIE YA
T b T WS
Test Standards See next page(s) R
: St e————
Tor il 45 SR 5 755 G e LB
iRl ISRy The test results and compliance refer to next pages.
Conclusion o B Ay 2

Stamp of Inspection Unit
HPVESRTTTS-WH26008423 TTTS-WH260138243R %5 & AAM T, AHMIAXITTTS-
WH26008423. TTTS-WH26013824 %K i HIc et 471 55 .
As per client’s request, combining the reports TTTS-WH26008423, TTTS—
WH26013824 in this report, the lab is not responsible for the relevancy
of the reports TTTS—WH26008423, TTTS-WH26013824.

#UE

Remarks

A

H ﬁ%ﬂ= - -
Approver z‘r@\ ~ Checker ‘_ﬂ_ilfb"ﬂ?% Editor ,%‘ ;{j_\:’_)-.

Al L IRETH T X AR BB 388 5 81403410 = f5 46 E-Mail: hr-sh@cnttts. com
Address A: 403-410, Building 8, No. 388, Shuanglian Road, Qingpu District, Shanghai M iF Tel: 021-31021857
ME %% Zip code: 2017000
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S . Standard Conclu Test Method/
Test Items Description Unit . Results .
Requirement sions Remarks
01# R IK O ZUEHE Dark Grey Woven Shorts
SR EB A P o5 A tkan N
Sharp Materials / / ;ZI?EzSZ No residual metal ;251 GB 31701-2015
such as Metal Pins needle
(AN . B B
KRR % Pants Length b 2.57+1.5 0.4
Dimensional e GB/T 8628-2013
Stability to Pass GB/T 8629-2001
. =3
Washing s % ~1.5~+1.5 0.3
Waist
i Vi
g3 % =4 4
Colour Change Grade
GAC AL Ak
N YRR
Embroidery and / Lightly N
. ot appear
seam position allowed
uneven
E 4 ¥ 4
EBNIEJ\ J%DHEH& Kfﬁitl: ﬂitﬂﬂl
Hole. seam /
Not allowed Not appear
. decoherence
K JE AW — = Rty
Appearance After Bﬁﬁ#iﬂﬁﬁ\\%ﬁﬂkgg P - GB/T 31888-2015
Domestic Washing . ik ass
Mt tached , A kit
componen's Not allowed Not appear
damage. obvious
color change.
drop off
oA 7™ B 52 0 i A
RIFMIAZ AL,
Other serious , AL e
appearance Not allowed Not appear
changes
impacting
functionality
Spirality After Trfﬁers % <2.5 0.8 52;2 GB/T 23319.3-2010
Wahsing
AR RIS (B - .
%) Insif’iam mm <6 3 ;“' GB/T 13772.2-2018
Seam Slippage ass
2 N LN
AR ) HIE N =140 Pants Back Seam: e GB/T 13773.1-2008
Seam Strength Shell 260 Pass

FEN2N\

VA7
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S . Standard Conclu Test Method/
Test Items Description Unit . Results .
Requirement sions Remarks
T fit K (R )1 2% e A RBRL S
Touchable Sharp / No touchable sharp
Not allowed
Edge edge
Sharpness of P GB/T 31702-2015
Attached Components ass
] i K2 BB R g e AR BRIy
Touchable Sharp / No touchable sharp
. Not allowed .
Point point
i 1 4R HERIEZ R
:[:_JJ: As per
Name And Address / stagdard ¢ "
0f Manufacturer requiremen
FhrEEL R
As per
ey i
Product Name / stagdard "
requirement
2 T B HEbRIEZER
Product Model As per
And / standard +
Specification requirement
FbrEE R
o — 'S = As per sote
PR IR YR S o i iy ~
Label Determination| Fiber Content / staﬁdard " Pass GB/T 5296. 4-2012
requirement
B B R
HEY Tk As per
Maintenance / standard +
Method requirement
. FhrEEL R
PAT B i bRitE As per
Product / standard +
Standards requirement
FhrEEL R
7455 As per
Security / standard +
Category requirement

02# Mkl Shell
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S . Standard Conclu Test Method/
Test Items Description Unit . Results .
Requirement sions Remarks
R o o W )
Pilling Resistance / Grade =34 4 Pass GB/T 4802. 1-2008
03# REIKCHLAIE S Dark Grey Woven Fabric WidthX60cm
\ FZ/T 01057.2-2007
. ST 4
FHEE y " / Polyzs:er 64. 9 / FZ/T 01057.3-2007
Fiber Content iCotton 35. 1 FZ/T 01057.4-2007
) GB/T 2910.11-2024
I 4]
Colou%%‘han e Gr/fde =34 45
WWK@ZEE & '/f_\kA
Colour Fastness to PZ;S GB/T 5713-2013
Water e o ) )
.. =3-4 4-5
Colour Staining| Grade
i Vi
Colou%%‘han e Grzfde =34 4
i S 2 8 .
Colour Fastness to PaSE'S GB/T 3921-2008
Washing e o ) )
.. =3-4 4-5
Colour Staining| Grade
i} BEAR AR (T ) .
y 4 s
Colour Fastness to iti .. R =3-4 4 R GB/T 3920-2008
. Colour Staining| Grade Pass
Rubbing (Dry)
VRO AR (5 . e
Colour Fastness to .. =3 3 GB/T 3920-2008
. Colour Staining| Grade Pass
Rubbing (Wet)
Tiif e £, 2 i % PN
Colour Fastness to / Crade =4 4 Pa;js GB/T 8427-2008
Light
iy 4]
Colou%%han e Gr/flde =34 475
355 €2 8 o
Colour Fastness to PZSE'S GB/T 3922-2013
Perspiration e o ) )
.. =3-4 4-5
Colour Staining| Grade
e = W Hj
RS O o s
Formaldehyde / mg/kg <75 (ﬁimdﬂjmomi/kg) f” GB/T 2912. 1-2009
Content ndetecte ass
(< 20mg/kg)
pH{ SULATEIR B e i
pH Value KC1 Extract / 4.0~8.5 6.3 Pass GB/T 7573-2009
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T O . Standard Conclu Test Method/
est Items Description Unit X Results .
Requirement sions Remarks
AR H
AT RS T3 F SR S5 (EFE R Iong/ke) | 1 .
Ao / mg/kg Not Used Undetocted Pass GB/T 17592-2024
(< 5mg/kg)
IR TSk TSk e .
0dour / / \e odour e o T 6B 18401-2010
Wik /) - ZaWarp: 1700 ey ~
Tensile Strength / N =200 ChfiWeft: 980 puos | GB/T 3923.1-2013
R % - e .
Pilling Resistance / Grade =34 4 Pass GB/T 4802.1-2008

T 47 RIRFFAAEELR,
+ Meet the standard requirements, — Slight defects , X Not Meet the standard requirements.

AR AR IR FR B AT I 45 R AU AR IR bREE ) ¢

content authenticity

“=7 RO NG,

X" R AR

BrE. PR, NN AR,

The test result of the Report only verify integrity and normative for label, not include verification of

LUFEA

Blank Part Below
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List of Banned Azo Colorants

5 BUE 5 B KA WE XGRS
No. Banned Azo Colorants Name CAS No.
1 4-HEEHE (4-aninobiphenyl) 92-67-1
2 BEK % (benzidine) 92-87-5
3 4- - 4B R (4-chloro-o-toluidine) 95-69-2
4 2-Zf% (2-naphthylamine) 91-59-8
5 FEEMBEF % (o-aminoazotoluene) 97-56-3
6 5-FH#E- 4B & (5-nitro-—o-toluidine) 99-55-8
7 Xt @ #E M (p-chloroaniline) 106-47-8
8 2, 4--“HEXHW (2, 4-dianinoanisole) 615-05-4
0 | Gl Slaninobighonyluothane) 101-77-9
10 3,3’ ~Z&BkER (3,3” -dichlorobenzidine) 91-94-1
11 3,3’ ~Z“HEHEBEAE(3,3” ~dinethoxybenzidine) 119-90-4
12 3,3" ~—HEBLER (3,3 -dimethylbenzidine) 119-93-7
13| B3 Catmerhyl-4.8" dianinodiphonyluothane) 338-88-0
14 2-FEE-b5-FEEK (p-cresidine) 120-71-8
15| e Taathyiono bis (2 chloroaniline) ) 101-14-4
16 4,4" -“®HE K8 (4,4” -oxydianiline) 101-80-4
17 4,4' -—RIE KBk (4,4’ -thiodianiline) 139-65-1
18 W E K (o-toluidine) 95-53-4
19 2, 4- “EFF X (2, 4-toluylendiamine) 95-80-7
20 2,4,5-=HEXK (2,4, 5-trinethylaniline) 137-17-7
21 HHEEEFM (o-anisidine) 90-04-0
22 4-FEMBEE (4-aminoazobenzene) 60-09-3
23 2, 4-_FFERZ (2,4-xylidine) 95-68-1
24 2, 6-_FFERE (2,6-xylidine) 87-62-7

\ o\ L7, v
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IMPORTANT NOTES

SRS L "REKNERE" T,
This repart is invalid without stamp of “Special Seal for Inspection and Testing”.
SHIRSRENNE "RERNERE" T

Any copy of this report shell be deemed invalid without the affixed “Special Seal far Inspection and Testing”.

REFTIEAEFTAL.

This report is invalid without the signature of the Approver.

IR SR,

Report is invalid if altered.

RO RFRSE, FRERMERSIE.

Unless otherwise stated the results shown in this report refer only the sample(s} tested.

YTl EREERN, NTWERSCBETEBRNESIWERE, EEFFEHE.
Any objection to the test results must be raised with the laboratory within 15 days of report receipt. Late
submissions will not be entertained.

FEFAMEPTEER, FEHoEHFRE.

This report may not be partially reproduced without our labaratory’s written consent.

e, 8, &5, MiE, #fe ARSs#ER: 021-31021857
Innovation, responsibility, sacrifice, harmony and integration Tel: 021-31021857
LA HER ARSI,

The Chinese version of above infermation shall prevail.
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